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Material properties 

• c********* 
• c********* material properties 
• c********* Metals for FE AISI 304 from MatWeb 
• c********* 
• ! 
• alro=7.870          !density        , g/cc 

 
• kxx,1,16.2          ! Thermal conductivity W/m-K  16.2 
• dens,1,alro*1e3     ! Density              kg/m3 
• alpx,1,17.3e-6      ! CTE                  1/K     
• c,1,500             ! Specific heat        J/kg-K  450-500 
• ex,1,200e9 
• ! 
• kxx,2,16.2 
• dens,2,alro*1e3 
• alpx,2,17.3e-6 
• c,2,500 
• ex,2,200e9 



Thermal Model 

Ends of beam pipe at 25C 

Support lines at 25C 

Metal (SS304)  
      blocks  

1/8in air gaps 



Thermal Model,  
5W/m2 from sides  (not front) 
Kair=0.025W/m-K, 1/8in air gap 

Front 



Thermal Model 
With ED and  
Conventional Cooling 



After 1 month operation,  
Temperature in C, Time in sec 



After 1 month operation,  
Temperature in C 



After 1 month operation,  
Temperature in C 
Beam pipe and Jaw 
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After 1 month operation,  
Temperature in C 
Beam pipe and Jaw 



After 1 month operation,  
Temperature in C 
Beam pipe and Jaw 



After 1 month operation,  
Temperature in C 
Jaw with ED area 



After 1 month operation,  
Temperature in C 
Jaw with ED area 


